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Lustomers=sssserrrenee ¢ PINSHENG ELECTRONICS COLLIMITED

Adddressg:--oooeeeeeemenens ¢ Yinjing Building.Liuxian 2rd Road,71 District of Xin‘an,Bao'an District,
Shenzhen.China

Sample nime: <o i Blank PCB

sample model---e t 1015-00367 IS5 1.5

Sample description-+ -+ 1/

Sample No, ««+xweeees : FIS1212007
Amount of Sample:e t Ipe

Sample Reccived Date+  + Dec.12.2022
Completion Date-----=+= ¢ Dec.18.2022
Report 1ssue Date <o v Dec.18.2022

Test Information:

MNo. Item Teat Result

1 RoHS (Pb. Cd. Hg. Cr". PBBs. PBDEs. DEHP., BBP. DBP. DIBP) | Sec Appendix 2

Testing: '%“-8?]

Inspected: _Bi‘f [ Chen
Onrimad~

Approved:

Werification coder Tloed
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